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Applicant: Sunivision Technology Development Company Limited
Address: Floor 3, Building B, TaoYuan Industrial Park, Huangpu

East Development Zone, Guangzhou, China

The following sample(s) and sample information was/were submitted and identified by/on the
behalf of the client:

Sample Name Wifi camera
Model No. AP-107W1Y-2MP-TY
Reference Information AP-107W1-1MP-TY, AP-TY688ZD-1MP, AP-TY688ZD-2MP,

AP-9826-10-TY-2MP, AP-TYB151-1MP, AP-TYB151-2MP,
AP-TYB149-1MP, AP-VR-P1-130, AP-TYB150-1MP,
AP-TYB150-2MP, AP-308ZD-1MP-TY, AP-308ZY-2MP-TY,
AP-9826-10-TY-1MP, AP-228ZD-1MP-TY,
AP-228ZDH-2MP-TY, AP-618ZD-1MP-TY, AP-K2-10TY,
AP-K2-20TY, AP-P11-12-2MP-3.6-6, AP-P09-12-2MP,
AP-P10-15-2MP, AP-B166-2MP-XM, AP-B166-1MP-TY,
AP-B166-2MP-TY, AP-B166-1MP-AJ, AP-B166-2MP-AJ,
AP-618ZDH-2MP-TY

Sample Received Date March 02, 2021
Testing Period March 11 - 17, 2021
Test Method & Test Result Please refer to following pages.
Test Requested Result

As specified by client, according to RoHS Directive 2011/65/EU with
amendment (EU) 2015/863, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),

Hexavalent Chromium(Cr(VI)), Polybrominated Biphenyls(PBBs), Pass
Polybrominated Diphenyl Ethers(PBDES), Phthalates(DBP, BBP, DEHP, DIBP)

in the tested materials of the submitted sample(s).

Tested by: S@M Z}D/:j Approved by:

Reviewed by: ﬁ’? &’12’ Date of issue:

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China


Administrator
阿尔法英文章
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(1) XRF screening limits for regulated elements according to IEC 62321-3-1:2013 (Unit: mg/kg)

Element Polymers Metals Composite material
Pb BL<(700-30) <X BL<(700-30) <X BL<(500-30)<X
<(1300+30)=0OL <(1300+30)=0L <(1500+30)=0L
BL<(70-30)<X
Cd BL<(70-30)<X <(130+30)<0OL <(130+30)<OL LOD<X<(150+30) =OL
H BL<(700-30)<X BL<(700-30)<X BL<(500-30)<X
9 <(1300+30)=0L <(1300+30)=0L <(1500+30)=0OL
Cr BL<(700-30)< X BL<(700-30)< X BL<(500-30)< X
Br BL<(300-30)< X N/A BL<(250-30)< X
(2) Chemical screening limits for PBBs, PBDEs
Test Item(s) Screening limits(Unit: mg/kg)
Polybrominated Biphenyls (PBBs) BL*<200 <IN
Polybrominated Diphenyl Ethers (PBDES) BL*<200 <IN
(3) Chemical screening limits for Phthalates
Test Item(s) Screening limits(Unit: mg/kg)
Dibutyl phthalate(DBP) BL<600 <IN
Benzylbutyl phthalate(BBP) BL=<600 <IN
Di-2-ethylhexyl phthalate(DEHP) BL=<600 <IN
Diisobutyl phthalate(DIBP) BL<600 <IN
(4) Chemical Test
Test MDL EU RoHS Limit
Test Item Test Method Instrument (mg/kg) (mg/kg)
Lead (Pb) IEC 62321-5:2013 ICP-OES 2 1000
Cadmium (Cd) IEC 62321-5:2013 ICP-OES 2 100
IEC 62321-4:2013
Mercury (Hg) +AMDL1:2017 ICP-OES 2 1000
IEC 62321-7-2:2017 :
Hexavalent Chromium (non-metal) UV-Vis 8 1000
(Cr(vI) IEC 62(?;%;;;—)1:2015 UV-Vis 0.1(ng/cm?) /
Po'ybrom'(’;aéeBi)B'phe”y's IEC 62321-6:2015 GC-MS 5 1000
Polybrominated Diphenyl A i
Ethers (PBDES) IEC 62321-6:2015 GC-MS 5 1000
Phthalates(DBP, BBP, .
DEHP, DIBP) IEC 62321-8:2017 GC-MS 50 1000

Shenzhen Alpha Product Testing Co., Ltd.
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Tested Material Description

No. | Description No. | Description
1 | Black translucent plastic ring 20 | White plastic rotating block
2 | White plastic case 21 | Silvery metal shell of motor
3 Rad th'n. ere_sheath of microphone 22 | White plastic cover of motor shell
connection wire
4 Black thin wire sheath of microphone 23 Red thin wire sheath of motor connection
connection wire wire
5 | Photodiode 24 Bl'ack thin wire sheath of motor connection
wire
6 | Chip LED lamp beads o5 \\I(v?rléow thin wire sheath of motor connection
7 | Black PCB board of LED light b | Dark biuctihimire sheath oTWaLg)
connection wire
8 | Black plastic ring of camera 27 \I?VE:)evvn thin wire sheath of motor connection
9 | Black foam washer of camera 28 | White plastic terminal of connection wire
10 | Black plastic lens barrel of camera 29 vellow t_hm IS sheath of P@GAd8/d
connection wire
Black thin wire sheath of PCB board
11 | Camera lens barrel transparent lens 30 connection wire
12 | CMOS image sensor 31 | Silvery gray label sticker of base shell
13 | Beige plastic terminal block of PCB board | 32 | White plastic base shell
14 ﬁcll;:jee?/ metal card COggFof memory card 33 | Black plastic block on the bottom cover
15 | IC 34 | White plastic
16 | IC 35 | Silvery metal pin
17 | Black main PCB board 36 | White plastic
18 | Red thin wire sheath of speaker cable 37 | White wire sheath
19 | Black thin wire sheath of speaker cable

Remark:

1. The tested materials were specified and confirmed by the client.

2. According to the same material declaration provided by the customer, some material test results in
the report are copied from other reports, as shown in the following table.

Test material No.

Quto Material No.

Quto Report No.

34 ~ 37

6~9

A2012051-C01-R0O1

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China
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Tested Result
(1)Screening Result

Screening Result

Tested Item(s)

1 2 3 4 5 6 7 8 9 10
Lead (Pb) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Cadmium (Cd) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Mercury (Hg) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Total Chromium (Cr(VI)) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Total Bromine (PBBs & PBDES) BL | BL | BL | BL | BL* | BL | BL* | BL | BL | BL
Dibutyl phthalate(DBP) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Benzylbutyl phthalate(BBP) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Di-2-ethylhexyl phthalate(DEHP) | BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Diisobutyl phthalate(DIBP) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL

Screening Result

Tested ltem(s
) 11 12 13 14 15 16 17 18 19 20

Lead (Pb) BL | BL | BL | BL |BL |BL|BL|BL|BL/|BL
Cadmium (Cd) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Mercury (Hg) BL | BL | BL | BL |BL |BL|BL|BL|BL/|BL
Total Chromium (Cr(V1)) BL | BL | BL | X | BL |BL | BL| BL | BL | BL
Total Bromine (PBBs & PBDEs) | BL | BL | BL | NJA | BL | BL | BL* | BL | BL | BL
Dibutyl phthalate(DBP) BL | BL | BL |NJ/A| BL | BL | BL | BL | BL | BL
Benzylbutyl phthalate(BBP) BL | BL | BL |N/A| BL | BL | BL | BL | BL | BL
Di-2-ethylhexyl phthalate(DEHP) | BL | BL | BL | N/A | BL | BL | BL | BL | BL | BL
Diisobutyl phthalate(DIBP) BL | BL | BL |NJ/A| BL | BL | BL | BL | BL | BL

Screening Result

Tested Item(s)

21 22 23 24 | 25 26 | 27 | 28 29 | 30
Lead (Pb) BL BL BL BL BL BL BL BL BL BL
Cadmium (Cd) BL BL BL BL BL BL BL BL BL BL
Mercury (Hg) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Total Chromium (Cr(V1)) BL | BL | BL | BL | BL | BL | BL | BL | BL | BL
Total Bromine (PBBs & PBDES) N/A | BL BL BL BL BL BL BL BL BL
Dibutyl phthalate(DBP) N/A| BL | BL | BL | BL | BL | BL | BL | BL | BL
Benzylbutyl phthalate(BBP) NJA| BL | BL | BL | BL | BL | BL | BL | BL | BL
Di-2-ethylhexyl phthalate(DEHP) | N/A | BL | BL | BL | BL | BL | BL | BL | BL | BL
Diisobutyl phthalate(DIBP) NJA | BL | BL | BL | BL | BL | BL | BL | BL | BL

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China
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(1)Screening Result

Screening Result

Tested Item(s)

31 32 33 34 35 36 37
Lead (Pb) BL BL BL BL BL BL BL
Cadmium (Cd) BL BL BL BL BL BL BL
Mercury (Hg) BL BL BL BL BL BL BL
Total Chromium (Cr(VI)) BL BL BL BL BL BL BL
Total Bromine (PBBs & PBDES) BL BL BL BL N/A BL BL
Dibutyl phthalate(DBP) BL BL BL BL N/A BL BL
Benzylbutyl phthalate(BBP) BL BL BL BL N/A BL BL
Di-2-ethylhexyl phthalate(DEHP) BL BL BL BL N/A BL BL
Diisobutyl phthalate(DIBP) BL BL BL BL N/A BL BL

(2) Test result for Chemical Confirmation
(8) The test result of Hexavalent Chromium (Cr(VI)):

Result Ik
Testing item esult (mg/kg)
15
Hexavalent Chromium (Cr(VI)) N.D

Remark: N.D = Not Detected (< MDL or LOQ), MDL = Method Detection Limit
IN= Inconclusive, Further chemical test, X = The range of needing to do further testing
BL = Below the screening limit, OL = Over the screening limit.
N/A= Not applicable
30= The reproducibility of analytical instruments
* = The screened result was found and further chemical test
When conducting the test for PBBs&PBDEs, XRF was introduced to screen Br
exclusively, and then chemical screening was conducted if the XRF result is X.
When conducting the test for Hexavalent Chromium, XRF was introduced to screen
Chromium exclusively.
LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm?
LOD= Detection limit
mg/kg = ppm = parts per million, 1000 mg/kg = 0.1%

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China
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Test Process

1. Lead(Pb), Cadmium(Cd), Chromium(Cr)

Weigh sample and place it ——| Add digestion reagent ——> Digest the sample
in a vessel
Dry Ashing/ ﬂ
— Alkali Fusion/ K= Residue
Acid Dissolution e
Analyzed by Make up with (— Filtration
ICP-OES [  deionized
water
Solution

2. Mercury(Hg)

Weigh sample and place it ~| Add digestion reagent ——> Digest the sample in
in a vessel microwave
Dry Ashing/
—|  Alkali Fusion/ K= Residue V
Acid Dissolution S
Analyzed by Make up with (] Filtration
ICP-OES [ Deionized
water
Solution
3. Hexavalent Chromium (Cr (VI))
(1) IEC 62321-7-1:2015
Plating/Metal sample(s)
Take a portion of Extraction with Filter and remove
P — ¢ —
the sample boiling water the sample

U

i ) Adjust the pH value
Analyzed by UV-Vis <——  Addtestsolution K—— .
of the solution

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China
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(2) IEC 62321-7-2:2017
Non-metal sample(s) (Material ABS/PC/PVC)

Weigh sample and place it Dissloving at 60°C by . .
o — >  Add digestion reagent
in a vessel —> ultrasonication g g
_ pH adjustment, add Digesting at 60°Chy
Analyzed by UV-Vis <:— chromogenic agent for color K—] ultrasonication
development

(3) IEC 62321-7-2:2017
Non-metal sample(s) (Others)

Weigh sample and L—~  Adddigestionreagent | —~| Digesting at 150°C-160C

place it in a vessel v
pH adjustment, add

Analyzed by UV-Vis  k—— chromogenic agent for color K —] Separating :\c;geet aqueous
development P

4. Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDES)

Weigh sample and Extracted with
N , —> _ ——>  Concentrate the extract
place it in a thimble organic solvent
Make up with Transfer the extract into a
Analyzed by GC-MS <—— ) K —— \
organic solvent volumetric flask

5. Phthalates(DBP/BBP/DEHP/DIBP)

Weigh sample and Extracted with Precipitate with a second
place in a sealable glass [ organic solvent — organic solvent

I

Analyzed by GC-MS Transfer the extract into a GC vial

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China
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Tested sample photo(s)
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Tested sample photo(s)

80

0
il

6‘07

|

? 4050 60 70 80 90 200 10 20
0 10 20 30 49
il e g

90 10
ey

T

0 30 40 50 60 70 8o

10 2

bl

'ﬂml;‘ R
w0 0z g€ Oy 05 09 0L 0 06 00} 0+ 02 0¢ O 05 09 0L 08 06 00 04 02

060 70 80 90100 10
T

10 20 30 4|0 3
‘llnnluulmnm

alﬂl'l Hijl Il il HI INHII“IH LEA A T LHHEE TR HHIl.m\H PR )
uw oL 0z 08 Oy 05 09 0L 68 06 ()(] OL OZ (17 09 09 0L 08 05 00z ©

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China



A
TEST REPORT Eﬁﬂ

Date: March 17, 2021 Page 11 of 11

Report No.: A2102076-C01-R06
Tested sample photo(s)

i

M

il ofy

0 90 1q0 10 20 39 49
I

TR

@
=
~
=
=3
D
"

30 40
tlu.‘xi:mrm.mm

.10 20

YT

| L L LR R AR
0L 0 0F O 05 09 0. 08 06 (g} O+ 0Z O Ov 05 09 OL 08 06 (Z O

=

--- End of report ---

Statement:

“for the authenticity which ALPHA hasn't verified.
2. The result(s) shown in this report refer(s) only to the sample(s) tested
3.According to the applicant’s requirement, we only test the specified material of submit sample(s)

4. Without written approval of ALPHA, this report can’t be reproduced except in full

1. The sample(s) and sample Information was/were provided by the client who should be responsible

Shenzhen Alpha Product Testing Co., Ltd.
Building i, No.2, Lixin Road, Fuyong Street, Bao'an District, 518103, Shenzhen, Guangdong, China



